TPYBbl BECLLUOBHbIE XO/TIOAHOTAHYTbIE
U3 HEP}KABEIOLLIEM CTA/IM 304L, 316L

STAINLESS STEEL 304L, 316L
ASTM A269 / A213

[MocTaBnsemble xonogHoTsHyTble Tpybbl TL, TC n TP, n3rotoBneHsl U3 HepxxaBeloLlemn
ctann 316L, 304L nubo 316S. 304S - maTepuan ykasaH B KOOAUPOBKe ToBapa. Bbl moxeTte
3aKasatb TpyObl B ByxTtax AnameTtpom oT 3 go 12 mm n ot 1/8” go 1/2, B 3TOM criy4yae Mmbl
MOXXeM NOCTaBUTb ANMHHbIE OTPE3KN BeCLLOBHLIX TPpyO, AnmHom oT 10 go 500 meTpoB B ByxTax,
BbINpsAMeHne Tpyb 13 ByxT 1 KaTyLek NPpon3BoANTCSA C NMOMOLLBIO PYYHOro BbiNpaAMUTens Tpyo
EPE-ARM, VTR 3/ 16mMm n Boinpsmutenem 1pyd KWIX UK-KPS003.

OTO CyLWeCTBEHHO YynpoLllaeT MOHTaX MWMMYNbCHbIX MWHWUA U YCTaHOBKY MpubopoB
KUIMnA, cywecTBeHHO CHWXaeT 3aTpaTbhl U NOTPEOHOCTb B AOMOMHUTESNbHBIX COEANHUTENBbHbIX
UTHHrax, a Takke MUHUMU3NPYET PUCK yTeYeK ra3oB 1 XXMAKOCTEN B NpoLecce aKcnyaTauuu.

BecLloBHbIE XONOOHOTAHYThIE HepKaBetloLwme Tpyobl NponsBoaaTcsa no crangapty ASTM
A269 vnn A213, unun akBuBaneHTHoOMYy. TBepaoCTb TpyObl He AosmkHa npeBbiwaTbh Rb 80
MpegenbHble AOOMYCTUMbIE OTKIIOHEHUS MO HapyXHOMY AuamMeTpy TpyObl MCNONb3yemomu
COBMECTHO ¢ douTuHramu EPE-LOK® gomkHbl BbITh:

e TpyObl AnameTpom 6-10Mm - He Bonee +0,07Mm
e TpyObl anameTpom 11-19mm - He Gonee +0,10Mm
e TpyObl AnameTpom 20-25mMm - He 6onee +0,12mMm

METPUYECKUE PASMEPDBI TPYB ASTM A269 /A213

Hapy:xHbiii agnameTtp| TonLMHA CTEHKM KaTtanoxHbi Bec
OD mm mm HOomMep Kr/meTp

6 1.0 TP / TL-6x1* 0,125
8 1.0 TP / TL-8x1* 0,175
10 1.0 TP/ TL-10x1* 0,225

1.5 TP/ TL-10x1,5* 0,319
12 1.0 TP/ TL-12x1* 0,275

1,5 TP/ TL-12x1,5* 0,394
o 1.5 TP/ TL-14x1,5* 0,470

2.0 TP / TL-14x2* 0,601
22 2 TP/ TL-22x2* 1,002
25 2.5 TP / TL-25x2,5* 1,409
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AIOWMOBbBIE PASMEPbI TPYE ASTM A269 /A213

Hapy»XHbiii guameTp TONLMHE CTEHKM KaTanoxHblii Bec
OD G o Homep Kr/meTp
0.035 TSH-SS-1/4 X 0.035 0,122
1/4G 0.049 TSH-SS-1/4 X 0.049 0,159
0.065 TSH-SS-1/4 X 0.065 0,194
0.035 TSH-SS-3/8 X 0.035 0,193
3/8G 0.049 TSH-SS-3/8 X 0.049 0,257
0.065 TSH-SS-3/8 X 0.065 0,326
0.035 TSH-SS-1/2 X 0.035 0,263
1/2G 0.049 TSH-SS-1/2 X 0.049 0,356
0.065 TSH-SS-1/2 X 0.065 0,457
0.083 TSH-SS-1/2 X 0.083 0,560
3/4G 0.065 TSH-SS-3/4 X 0.065 0,719
176G 0.083 TSH-SS-1 X 0.083 1,231
0.109 TSH-SS-1 X 0.109 1,505
TAB/IULA AABNEHUNA
TPYBA HEPXXABEIOLLAA CTA/Ib 304L / 316L
Kopg Pabouee AasneHune Bec
ToBapa Dasnenue / bap | B3pobiBa / Bap Kr/meTp
TP / TL 6x1mm
STAINLESS STEEL ASTM - A269 525 2120 0,120
TP / TL 8x1mm
STAINLESS STEEL ASTM - A269 379 1514 0,170
TP / TL 8x1,5mMMm
STAINLESS STEEL ASTM - A269 602 2446 0,240
TP / TL 10x1mm
STAINLESS STEEL ASTM - A269 297 1178 0,220
TP / TL 10x1,5mMMm
STAINLESS STEEL ASTM - A269 465 1870 0,320
TP / TL 10x2mm
STAINLESS STEEL ASTM - A269 650 2650 0,400
TP/ TL 12x1mm
STAINLESS STEEL ASTM - A269 244 964 0,270
TP/ TL 12x1,5MMm
STAINLESS STEEL ASTM-A269 379 1514 0,390
TP/ TL 12x2mm
STAINLESS STEEL ASTM - A269 225 2120 0,500
TP / TL 14x1,5mMm
STAINLESS STEEL ASTM - A269 298 1165 0,470
TP/ TL 14x2mm
STAINLESS STEEL ASTM - A269 395 1650 0,600
TP / TL 16x1,5mMmMm
STAINLESS STEEL ASTM - A269 277 L 0521
TP/ TL 16x2MM
STAINLESS STEEL ASTM - A269 379 1514 0,700
TP / TL16x2,5MMm
STAINLESS STEEL ASTM - A269 487 1963 0,840
TP / TL 18x1,5mMMm
STAINLESS STEEL ASTM - A269 244 964 0,620
TP / TL 18x2mm
STAINLESS STEEL ASTM - A269 333 1325 0,800
TP / TL 20x2mm
STAINLESS STEEL ASTM - A269 297 1178 0,900
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STAIN LTEF;é ;‘II_'EZS LX i?T“AMM- A269 0% 1514 1,100
STAINL;-:S/SI'IEEI? )/(A?m - A269 465 1871 1,270
STAlNLETsPs/sTTLEE L2 fsm - A269 268 1060 1,000
STAlNLTEPsé ;!I-'EZESLX i’SSTNI:;Iw- A269 297 1178 1,410
STAlNLETsPs/sTTLEEL5 fsm - A269 362 1445 1,650
STAINI:rEPSé ;!I-'IEZI?LX i's,sm- A269 263 1039 1,570
STAINLI:ZF:S/STI'II-E:f );\35IY‘H\M/| - A269 22l 1272 1,870
STAINL;-:S/STFII-E:I(_) );\35IY‘H\M/| - A269 237 1178 2,000
STAINLI:ZI—:S/S-'ll—'Ié:I(_) );\iATAnMA - A269 = 1631 2,600
STAIN LTEF;é ;‘II_'E3ES LX iISSTMMM- A269 201 815 2,000
STAlNLET:s/sTTLE:f );\B’SATAI\MA - A269 e 994 2,400
STAlNLET:s/sTTLE:f ’fsm - A269 230 909 2,590
STAINLI:ZrSPS/S-'II-'LE:Ié.; f;m - A269 314 1247 3,400
STAINLI:ZrSPS/S-'II-'LE:f fsm - A269 402 1606 4,120
STAINLI:ZrSPS/STI'LE:f fsm - A269 216 815 2,920

NMPO®ECCUOHA/IbHbIA MHCTPYMEHT AN PABOTbI C TPYEAMU

. 1) BbINPAMUTE/Ib ANA HEPXXABEIOLL KX
- P n MEAHbLIX TPYB M1, 304L, 316L

o auaLmy

Mogenb: EPE-ARM, VTR 3 - 25
CMEUUAIIBHAA LEHA

7500¢
e Metpuueckue - otr 3mm g0 25mm

e [lioiimosble - ot OD 1/8, 1/4, 3/8, Mpu NoKynke
1/2G TPY6 TC B 6yXTeE

OvameTp BbinpAaMmasemoi Tpybbi:

2) TPYBOPE3 ONA TPYb

Mogpaenb; TCA, LEHA 2500p.
Tpy6bi; OD 3/16, 1/4, 3/8, 1/2G

TPYBOTUB PbIYAXKHbIN

Mogenb; Imperial 370-FH, LLEHA 5800p.
Tpy6bi; OD 3/16, 1/4, 3/8, 1/2G
PA3BAJIbLOBLUUK TPYb

M1, 304L, 316L LLEHA 2700p.
Moaenb; 377

5) ®ACKOCHUMATE/1b
Moaenb; CTDT

LLEHA 1350p.
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